BASF
The Chemical Company A m

surerior Builders’
MATERIALS AR L AN

CUSTOMER LOCATION

Superior Materials Ann Arbor Plant 38
ADMIXTURE REQUIRED | MEASURED | OVER/UNDER
MasterAir AE 200 32 0z. 32 07. | -eemee-
Masterpozzolith 200 | 40 oz. 40 07. | -ememeeem
MasterPolyheed 997 |50 oz. 50 07. | -ememeoem
MasterPolyheed 100 |50 oz. 50 0z. | --cemeeee-
MasterRheobuild1000| 60 oz. 60 0z. | --cmmeemm-
MasterSet AC 534 60 0z. 60 0z. | --ceceeee
Masterglenium7925 | occcoeeee | coooecccee | e
MasterSet Delvo |40 oz. 40 0z. = | -mmmemmeee-
MasterLife Cl 30 | 2 gals 2gals |-
Water 150 gal 150 gal

To Whom It May Concern:

This letter is to certify that Admixture dispensing equipment was tested to meet the requirements for measuring
material according to ASTM C-94 the standard specifications for Ready Mixed Concrete.

TESTED AND APPROVED BY: ke /f/w;o,é;

DATE: 02/20/2018

BASF Admixtures, Inc. Master
23700 Chagrin Boulevard *
Cleveland, Ohio 44122 USA BUllderS

216 839-7500 ph
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